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Styrene monomer is produced by the dehydration of ethyl benzene and utilized as the raw material of synthetic resin.

2M5HE (Test Item) TEH2[ (Unit) 24 (Test Method) | TFZ(Specification)
APHA COLOR (Pt-Co) - ASTM D 1209 MAX 10
STYRENE W1t-% ASTM D 7504 MIN 99.6

ALDEHYDE
(as BENZALDEHYDE) Wt-ppm ASTM D 2119 MAX 200
PEROXIDE (as H202) Wt-ppm ASTM D 2340 MAX 100
POLYMER Wt-ppm ASTM D 2121 MAX 10
INHIBITOR (as TBC) Wt-ppm ASTM D 4590 10~20 (as REQUIRED)

CUMENE Wt-ppm ASTM D 7504 RECORD
o -METHYL STYRENE Wt-ppm ASTM D 7504 RECORD
ETHYL BENZENE W1t-% ASTM D 7504 RECORD
T-SULFUR Wt-ppm ASTM D 7183 RECORD
WATER Wt-ppm ASTM E 1064 RECORD
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